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Five years’ experience with the ETA cooler
Fiinfjahrige Erfahrungen mit dem ETA-Cooler
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Claudius Peters introduced the reciprocating grate clinker
cooler to the European cement market over half a century
ago under licence from the American manufacturer Fuller.
The design has been further developed and is now operating
successfully in all parts of the world. After some years of
research and development Claudius Peters introduced a
new generation of coolers that uses the “Walking Floor”
principle for transporting the clinker bed. It is known as
the ETA cooler and in addition to its high heat recuperation
it also has numerous advantages with respect to plant
management, wear behaviour and mechanical reliability.
The first ETA cooler came into operation in 2004 at the
Siggenthal cement plant of Holcim Switzerland. The cooler
consists of a static inlet grate (the HE-module) followed
by four moving aerated lanes positioned alongside one
another. Notable operating results were achieved with the
very first ETA cooler. At a clinker throughput of 1907 t/d
the cooler achieved a cooler efficiency of 77.7 % with a
specific cooling air input of 1.589 m3/kg clinker (stp) and a
clinker outlet temperature of 102 °C. The cooler has now
been in use for five years and the kiln plant is operating at
an output of 2300 t/d. Process engineering and mechanical
aspects of the cooler have been under critical observation
during its five years in operation and there have been some
detailed improvements. These improvements included the
extending of the static inlet area and the replacing of the
original clinker protection layer for the aerated lanes by a
protection layer of sieved gravel. Inspections have shown
that even after 48 months of operation the metal surfaces
of the aerated lanes exhibit only slight signs of wear. An
availability of 99.95 % at a specific wear cost of 0.012 €/t cli
has been determined on the basis of the running time of
the cooler to date. So far Claudius Peters has sold a total of
37 ETA coolers to all parts of the world. «

(English text supplied by the authors)

Mit einer Lizenz des US-amerikanischen Maschinenherstel-
lers Fuller fuhrte Claudius Peters vor Uber einem halben
Jahrhundert den Schubrostklinkerkihler auf dem europé-
ischen Zementmarkt ein, der in der Folge weiter entwickelt,
sich noch heute in allen Teilen der Welt erfolgreich im
Einsatz befindet. Nach einigen Jahren der Forschung und
Entwicklung stellte Claudius Peters eine neue Kihlergene-
ration vor, die zum Transport des Klinkerbetts das ,\Walking
Floor” Prinzip anwendet. Der unter der Produktbezeichnung
ETA-Cooler bekannte Kuhler verfligt neben einer hohen
verfahrenstechnischen Effektivitdt auch Uber zahlreiche
Vorteile in Bezug auf Betriebsflihrung, Verschleildverhalten
und mechanische Zuverlassigkeit. Der erste ETA-KUhler ging
2004 im Zementwerk Siggenthal, das zur Holcim Schweiz
gehort, in Betrieb. Der Kihler besteht aus einem statischen
Einlaufrost, dem so genannten HE-Modul, welchem sich
dann finf Module, jeweils aus vier nebeneinander ange-
ordneten, bellifteten Schubbdden bestehend, anschlieRen.
Bereits mit dem ersten ETA-Klhler konnten beachtenswerte
Betriebsergebnisse erzielt werden. Bei einem Klinkerdurch-
satz von 1907 t/d erreichte der Kuhler bei einer spezifischen
Kuhlluftbeaufschlagung von 1,589 m3/kg Kli. (i.N.) und einer
Klinkeraustrittstemperatur von 102 °C einen Kuhlerwir-
kungsgrad von 77,7 %. Heute, nachdem sich der Kuhler
finf Jahre lang im Einsatz befindet, wird die Ofenanlage mit
einem Durchsatz von 2300 t/d betrieben. Wéhrend seines
flnfjahrigen Betriebs wurde der neue Kihler sowohl ver-
fahrenstechnisch als auch mechanisch kritisch beobachtet
und in einigen Details verbessert. Zu den Verbesserungen
gehorten u.a. die Verlangerung des statischen Einlaufbe-
reichs, auRerdem wurde die autogene Schutzschicht der
Schubbdden aus Klinker durch klassierten Kies ersetzt.
Inspektionen haben gezeigt, dass die metallischen Ober-
flaichen der bewegten Schubbdden selbst nach 48-mona-
tiger Betriebszeit, nur geringe VerschleiRerscheinungen
aufwiesen. Auf der Grundlage der bisherigen Laufzeit des
Kihlers wurde eine Verflgbarkeit von 99,95 % bei spezi-
fischen VerschleiRkosten in Hohe von 0,012 €/t Kli. ermit-
telt. Bis heute wurden durch Claudius Peters insgesamt
37 ETA-KUhler in alle Teile der Welt verkauft. 4








